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REPORT OF ANALYSIS

: PT. HSAARANG BINA UTAMA
Jl. Poros Parappe Katumbangan Kelu, Parappe
Kec. Campalagian Kab. Polewali Mandar

: Briquette Charcoal
: Total Moistufe, Proximate Analysis, Gross Calorific Value

and Bulk Density
: Packing : Paper Box
| 2310212021
: 23/02t2021 b A2/4312021

PRINCIPAL

TYPE OF SAIVIPLE
TESTED FOR

DESCRIPTION OF SAMPLE
DATE RECEIVED
DATE OF ANALYZED

Result:

Parameter Unit Test Result Method

Total Moisture, AR %wI 8.65 ASTtV tD-3302M-2017
Moisture In Analysis the Sarnple, ADB 6.86 AST|\4 D-3r73tvt-2017
Ash Content, ADB 2.54 ASTt l  D  -  3174-  2012
Vo aule l\4atter, ADB 10 .94 AST[,1 D - 3175 -2017

Fixed Carbon ADB 79.66 AST| !1  D-3172-2013
TotalSulfur, ADB 0.13 ASTM D -4239-2018

Gross Calorific Value, ADB Kcaj/kq 7254 ASTt / t  D-5865-2013
Gross Calort ic Value, AR Kcal/kg 7115 ASTtVtD-5865-2013
Bulk Density grlcmr 0.99 ASTM C29

THE RESULT OF TESTING ANALYSIS ONLY REFERS TO THE SAIIIPLE SUBI\,IITTED AS THE
SAMPLE WAS NOT TAKEN BY PT SUCOFINDO
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